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Applicant     : Nanyou cable (Shanghai) Co. , Ltd.   

Address  : Building 2, Lane 4880, Hunan Highway, Pudong New District, 

Shanghai   

Client ID : CA5012    Report Query 

Manufacturer : Nanyou cable (Shanghai) Co. , Ltd. 

Address : Building 2, Lane 4880, Hunan Highway, Pudong New District, 

Shanghai 

Report on the submitted sample said to be 

Sample Name              : NY-CABLE 

Model No. : DRAG300A, DRAG300P, DRAG300SP, DRAG300VP, DRAG600, DRAG600A, 

DRAG300SVP, DRAG300SP, DRAG800, DRAG800A, DRAG800P,  

DRAG800VP, DRAG800SP, DRUM500, DRUM800, F300VFB, F300,  

F300FF, SERV0400, SERV0430, PI60, PI80, PI60, FW, FW2000, TRVV, 

RVV-NBR, YVFB, YFFB, YVFBG, YFFBG, RVV1G, RVV2G, RVVY, RVVP,  

PUR800, "DRAGX, DRAGXA, DRAGXP, DRAGXVP, DRAGXVP, DRAGXA,  

DRAGXSP, DRAGXVP, DRAGXSP, DRAGXSVP, DRUMX, FXVFB, FX, FXFF, 

SERVX, PX, FWX, TRVVX, RVVX, YVFBX, YFFBX, YVFBGX, YFFBGX, 

YFFBGX, RVVXG, RVVYX, RVVPX, PURX, TW05, TW05U, TWX,  

"X" can be 0000-9999" 

Sample Model : DRAG300 

Sample Received Date      : 2022-10-20 

Complete Date     : 2022-10-25 

Test Requested : As specified by client, to determine the Cadmium, Lead, Mercury, 

Hexavalent Chromium, PBBs / PBDEs, Bis-(2-ethylhexyl) Phthalate 

(DEHP), Diisobutyl phthalate(DIBP), Dibutyl Phthalate (DBP) & 

Benzylbutyl Phthalate (BBP) content in the submitted sample. 

Test Result(s) :Conform to RoHS Directive 2011/65/EU Annex Ⅱ amending 

Annex (EU)2015/863 and amending Annex (EU)2017/2102. 

******FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S)****** 

Written by：   Inspected by： Approved by： 

(Chen Qin)   (Austin Zhong) (Martin Wang) 
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Test Method: With reference to IEC 62321-4:2013:A1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017, 

IEC 62321-6:2015, EN IEC 63000:2018 

(1) Determination of Cadmium by ICP-OES. 

(2) Determination of Lead by ICP-OES. 

(3) Determination of Mercury by ICP-OES. 

(4) Determination of Hexavalent Chromium by Colorimetric Method using UV-Vis. 

(5) Determination of PBBs / PBDEs content by GC-MS. 

(6) Determination of phthalates by GC-MS. 

 

 

Test Result(s):  

 

Test item 

 

Unit 

 

Limit 

Result 

NY-CABLE 

Cadmium (Cd). mg/kg 100 N.D. 

Lead (Pb). mg/kg 1000 N.D. 

Mercury (Hg). mg/kg 1000 N.D. 

Hexavalent Chromium 

(CrVI). 
mg/kg 1000 N.D. 

Polybrominated 

Biphenyls (PBBs) 
mg/kg 1000 N.D. 

Monobromobiphenyl mg/kg / N.D. 

Dibromobiphenyl mg/kg / N.D. 

Tribromobiphenyl mg/kg / N.D. 

Tetrabromobiphenyl mg/kg / N.D. 

Pentabromobiphenyl mg/kg / N.D. 

Hexabromobiphenyl mg/kg / N.D. 

Heptabromobiphenyl mg/kg / N.D. 

Octabromobiphenyl mg/kg / N.D. 
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Test item 

 

Unit 

 

Limit 

Result 

NY-CABLE 

Nonabromobiphenyl mg/kg / N.D. 

Decabromobiphenyl mg/kg / N.D. 

Polybrominated Diphenyl 

Ethers (PBDEs) 
mg/kg 1000 N.D. 

Monobromodiphenyl Ether mg/kg / N.D. 

Dibromodiphenyl Ether mg/kg / N.D. 

Tribromodiphenyl Ether mg/kg / N.D. 

Tetrabromodiphenyl Ether mg/kg / N.D. 

Pentabromodiphenyl Ether mg/kg / N.D. 

Hexabromodiphenyl Ether mg/kg / N.D. 

Heptabromodiphenyl Ether mg/kg / N.D. 

Octabromodiphenyl Ether mg/kg / N.D. 

Nonabromodiphenyl Ether mg/kg / N.D. 

Decabromodiphenyl Ether mg/kg / N.D. 

Diisobutyl phthalate(DIBP) mg/kg 1000 N.D. 

Dibutyl Phthalate (DBP) %(w/w) 1000 N.D. 

Benzylbutyl Phthalate 

(BBP) 
%(w/w) 1000 N.D. 

Bis-(2-ethylhexyl) 

Phthalate (DEHP) 
%(w/w) 1000 N.D. 
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Note: 

1. mg/kg = milligram per kilogram = ppm 

2. N.D. = Not Detected (<MDL) 

3. N/A = Not Applicable 

4. MDL = Method detection limit 

5. MDL≤2ppm 
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RoHS Testing Flow Chart 
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Phthalates Testing Flow Chart 
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Photo of Sample 

 

 

 

***End of Report*** 


